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SHENZHEN WAHCHANGWEI INDUSTRIAL CO., LTD
A5 BLOCK QIUSHUILING INDUSTRY AREA,E-GONG-LING PING HU TOWN SHENZHEN GUANGDONG
CHINA

The following sample(s) was/were submitted and identified on behalf of the clients as :
Silicone Glassfiber Sleeving

SGS Job No. : 12133486 - SZ

SGS Internal Reference No. : 4.3

Date of Sample Received : 02 Sep 2009

Testing Period : 02 Sep 2009 - 08 Sep 2009

Test Requested : Selected test(s) as requested by client.
Test Method : Please refer to next page(s).

Test Results : Please refer to next page(s).

Signed for and on behalf of
SGS-CSTC Ltd.

Sunny Huang
Lab Sr. Supervisor
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Test Results:
ID for specimen 1 : CAN09-045583.005

Description for specimen 1 : Transparent material

Elementary Analysis

Test Item(s) Unit Test Method (Reference) Result  MDL
Cadmium (Cd) mg/kg IEC 62321:2008, ICP-OES N.D. 2
Lead (Pb) mg/kg IEC 62321:2008, ICP-OES N.D. 2
Mercury (Hg) mg/kg IEC 62321:2008, ICP-OES N.D. 2
Hexavalent Chromium (CrVI) by  mg/kg IEC 62321:2008, UV-Vis N.D. 2
alkaline extraction

Note:

1. mg/kg = ppm

2. N.D. = Not Detected (< MDL)
3. MDL = Method Detection Limit

Flame Retardants

Test Item(s) Unit Test Method (Reference) Result  MDL
Sum of PBBs mag/kg - N.D. -
Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5
Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5
Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5
Tetrabromobiphenyl mag/kg IEC 62321:2008, GC-MS N.D. 5
Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5
Hexabromobiphenyl mag/kg IEC 62321:2008, GC-MS N.D. 5
Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5
Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5
Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5
Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5
Sum of PBDEs mg/kg - N.D. -
Monobromodiphenyl ether mag/kg IEC 62321:2008, GC-MS N.D. 5
Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5
Tribromodiphenyl ether mag/kg IEC 62321:2008, GC-MS N.D. 5
Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5
Pentabromodiphenyl ether mag/kg IEC 62321:2008, GC-MS N.D. 5
Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5
Heptabromodiphenyl ether mag/kg IEC 62321:2008, GC-MS N.D. 5
Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5
Nonabromodiphenyl ether mag/kg IEC 62321:2008, GC-MS N.D. 5
Decabromodiphenyl ether ## mg/kg IEC 62321:2008, GC-MS N.D. 5
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Note:

1. mg/kg = ppm

2. N.D. = Not Detected (< MDL)

3. MDL = Method Detection Limit

4. ## = The exemption of DecaBDE in polymeric application according 2005/717/EC was overruled by the
European Court of Justice by its decision of 01.04.2008. Subsequently DecaBDE is included in the sum of PBDE
after 01.07.2008

5. "-" = Not regulated
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ID for specimen 2 : CAN09-045583.006
Description for specimen 2 : White tube

Elementary Analysis

Test Item(s) Unit Test Method (Reference) Result  MDL
Cadmium (Cd) mg/kg IEC 62321:2008, ICP-OES N.D. 2
Lead (Pb) mg/kg IEC 62321:2008, ICP-OES N.D. 2
Mercury (Hg) mg/kg IEC 62321:2008, ICP-OES N.D. 2
Hexavalent Chromium (CrVI) by  mg/kg IEC 62321:2008, UV-Vis 2 2
alkaline extraction

Note:

1. mg/kg = ppm

2. N.D. = Not Detected (< MDL)
3. MDL = Method Detection Limit

Flame Retardants

Test Item(s) Unit Test Method (Reference) Result  MDL
Sum of PBBs mag/kg - N.D. -
Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5
Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5
Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5
Tetrabromobiphenyl mag/kg IEC 62321:2008, GC-MS N.D. 5
Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5
Hexabromobiphenyl mag/kg IEC 62321:2008, GC-MS N.D. 5
Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5
Octabromobipheny! mg/kg IEC 62321:2008, GC-MS N.D. 5
Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5
Decabromobiphenyl mag/kg IEC 62321:2008, GC-MS N.D. 5
Sum of PBDEs mg/kg - N.D. -
Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5
Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5
Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5
Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5
Pentabromodiphenyl ether mag/kg IEC 62321:2008, GC-MS N.D. 5
Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5
Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5
Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5
Nonabromodiphenyl ether mag/kg IEC 62321:2008, GC-MS N.D. 5
Decabromodiphenyl ether ## mg/kg IEC 62321:2008, GC-MS N.D. 5

This documentis |ssued by the Company under its General Conditions of Service printed overleaf or available on request and accessible at http://www.sgs.com/terms_ and_conditions.

mmLAlle Bhrsgremnto the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon
reﬂec { dings at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this
doc e\gte parties to a transaction from exercising all their rights and obligations under the transaction documents. Any unauthorized alteration, forgery or

A\ appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
d lhéfj‘r sults shown in this testreport refer only to the sample(s) tested. This document cannot be reproduced except in full, without prior approval of the Company.

196 Kezhu Road, Scientech Park Guangzhou Economic & Technology Development District. Guangzhou, China 510663 t (86-20)82155555  f (86-20)82075113 WWw.cn.sgs.com
HE - T - BT AR A KRR IR IR 1985 PR 510663  t (86-20)82155555 f (86-20)82075113 e sgs.china@sgs.com

Member of the SGS Group (SGS SA)



Test Report No. CANEC0904558303 Date: 08 Sep 2009  Page 5 of 6

Note:

1. mg/kg = ppm

2. N.D. = Not Detected (< MDL)

3. MDL = Method Detection Limit

4. ## = The exemption of DecaBDE in polymeric application according 2005/717/EC was overruled by the
European Court of Justice by its decision of 01.04.2008. Subsequently DecaBDE is included in the sum of PBDE
after 01.07.2008

5. "-" = Not regulated
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Sample photo:

CANO09-045583.005

CANO09-045583.006

SGS authenticate the photo on original report only
*** End of Report ***
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