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CUSTOMER NAME: NINGBO LARGE STONES HARDWARE ＆ ELECTRICAL TRADING 

CO;LTD. 

ADDRESS: NO.D-58, TIANDESHANGDU,YUYAO,NINGBO,ZHEJIANG 

 

Sample Name : 304 STAINLESS  STEEL  FASTENERS 

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client. 

*********** 
Test Required : Vickers Hardness Test 

SGS Ref. No. : 16290502 

Date of Receipt  : 2023-03-09 

Testing Start Date  : 2023-03-09 

Testing End Date : 2023-03-15 

Test result(s)    : For further details, please refer to the following page(s) 
(Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested) 

 
Signed for 
SGS-CSTC Standards Technical 

Services (Shanghai) Co., Ltd.. 

 

Ranger Wei 

Authorized signatory 
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1. Vickers Hardness Test 

Test Method:GB/T 3098.6-2014 

Test item Sample Test position Result 

HV1 004 Core 292 301 297 

 
 

 
Sample Photo 

 
********End of report******** 

 
In the territory of the People's Republic of China, the test report with CMA logo expresses that the test 
items are within the scope of China Metrology Accreditation(CMA); without CMA logo expresses that 
part/all of the test items are not within the scope of China Metrology Accreditation(CMA), and just for 
client internal reference. 


		2023-03-15T03:03:58+0000
	CNE2
	SGS officially issued document




